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SAMPLE IDENTIFICATION:
Sample

Description
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The flag "U" indicates the analyte of interest was not
detected, to the limit of detection shown.

Unless othervise instructed all sasples will be discarded on 03/17/90

Respectfully subaitted,
Laucks Testing L:huratm ies, Inc.

J. H. Ovens
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Chemistry Microbiology, and Technical Services

CLIENT  : Alaskan Copper Horks

TESTS PERFORMED AND RESULTS:

Analyte

Cadmium (Method 213.1)
Chromium (Method 218.1)
Copper (Method 220.1}
Lead (Method 239.1)
Nickel (Method 249.1)

Zinc (Method 289.1)

Units

ag/l
mail
mofl
agit

mg/L

01

0.002 U
0.32
0.076
0.01 U
0.43

0.19

Certificate of Analysis

Work Order # 90-01-252
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